


 

 
   

 

 
Fig.2. Screenshot of NMR FID signal from the treated sample 

 

 
Fig.3. Screenshot of NMR FID signal from the untreated sample 

 
6. Conclusion 
 
Time-domain 1H-NMR can be applied to characterize rubber impregnated carbon fibers. 
Results of measurements can be expressed in [amount of protons/length] or [amount of 
protons/mass] units. If the carbon content is known the results, of course, can be calibrated to 
percent ratio of rubber/carbon. 
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